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1
MIXED-FIBER NONWOVEN FABRIC AND
FILTER MEDIUM USING THE SAME

CROSS REFERENCE TO RELATED
APPLICATIONS

This is the U.S. National Phase application of PCT/
JP2012/080576, filed Nov. 27, 2012, which claims priority to
Japanese Patent Application No. 2011-258765, filed Nov. 28,
2011, the disclosures of each of these applications being
incorporated herein by reference in their entireties for all
purposes.

FIELD OF THE INVENTION

The present invention relates to a mixed-fiber nonwoven
fabric suitable for air filters and a filter medium using the
same. Specifically, the present invention relates to a high-
performance mixed-fiber nonwoven fabric capable of exhib-
iting a low pressure drop and a high collection efficiency and
a filter medium using the high-performance mixed-fiber non-
woven fabric and being suitable for air filters.

BACKGROUND OF THE INVENTION

Air filters have been used to remove pollen, dust, and the
like in the air. Air filters use filter media, which are often made
of nonwoven fabrics. Nonwoven fabrics are produced by
various processes, and among them melt-blowing process is
widely employed for the production of filter media for air
filters, battery separators, and the like. Melt-blowing process
is generally a process in which hot-air blows a thermoplastic
polymer extruded from a spinneret to form fine filaments and
the filaments self-bond together into a fiber web. As compared
with other production processes of nonwoven fabrics (e.g.
spun-bonding), melt-blowing process has the advantages of
requiring no complicated operations and being capable of
easily producing fine fibers several micrometers to several
tens micrometers in diameter.

Air filters are required to have performance such as capa-
bilities of collecting a large amount of fine dust (high collec-
tion efficiency) and of exhibiting low resistance to airflow
passing through the air filters (low pressure drop). For pro-
viding a filter medium exhibiting a high collection efficiency,
anonwoven fabric formed from fibers having a small fineness
is suitable. However, the structure of such a nonwoven fabric
is likely to easily collapse, which increases the fiber density
resulting in an increased pressure drop. For providing a filter
medium exhibiting a low pressure drop, a nonwoven fabric
formed from fibers having a large fineness is suitable. How-
ever, the fiber surface area of such a nonwoven fabric
decreases resulting in a decreased collection efficiency. Thus,
a high collection efficiency is incompatible with a low pres-
sure drop.

For solving the above problems, an attempt has been made
to simultaneously satisty a high collection efficiency and a
low pressure drop by utilizing not only physical properties but
also electrostatic properties through electret treatment of a
nonwoven fabric.

For example, a method for producing an electret nonwoven
fabric has been proposed, the method comprising bringing a
nonwoven fabric in contact with a ground electrode, and
applying a high voltage to the nonwoven fabric with a non-
contact voltage applying electrode, while moving the ground
electrode that carries the nonwoven fabric, thereby perform-
ing continuous electret treatment (see Patent Literature 1). In
this method, electrons are injected into the nonwoven fabric,
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ions are transferred, and dipoles are oriented. As a result,
polarization is induced and a charge is imparted to the non-
woven fabric.

Another proposed method comprises adding an additive to
fibers to be formed into a nonwoven fabric, thereby producing
anonwoven fabric exhibiting a high collection efficiency and
a low pressure drop. For example, a heat resistant electret
material has been proposed, the heat resistant electret mate-
rial being made of a polymer material containing at least one
stabilizer selected from a hindered amine stabilizer, a nitro-
gen-containing hindered phenol stabilizer, a metallic salt-
hindered phenol stabilizer and a phenol stabilizer and having
atrapped charge of 2.0x107*° coulomb/cm? or more as deter-
mined by thermally stimulated depolarization currents at a
temperature of 100° C. or higher (see Patent Literature 2).

Still other proposed methods include a production method
of'a meltblown nonwoven fabric comprising mixed filaments
made of different polymers with different characteristics
(Patent Literature 3) and a production method of a nonwoven
fabric in which fine fibers and coarse fibers are mixed so as to
reduce the collapse of the nonwoven fabric structure and
thereby to suppress an increase in pressure drop (see Patent
Literature 4 and 5). However, Patent Literature 3 describes no
specific combination of fiber diameters suitable for filters.
Patent Literature 4 describes that a mixed-fiber nonwoven
fabric in which fibers having different fiber diameters of 1 to
10 um are appropriately mixed and dispersed is suitable for
filters. However, a mixed-fiber nonwoven fabric comprising
only fibers having a fiber diameter of less than 10 um failed to
achieve a sufficient effect of suppressing an increase in pres-
sure drop especially when used as a filter medium for air
filters. Patent Literature 5 discloses a method in which fibers
having fiber diameters of more than 10 um are mixed. How-
ever, the method requires a high mass per unit area in order to
achieve a sufficient collection efficiency and thus the produc-
tion cost for a filter medium will increase.

As described above, there has been no method capable of
achieving good balance between the collection efficiency and
the pressure drop and capable of producing an inexpensive
filter medium.

PATENT LITERATURE

Patent Literature 1: JP 61-289177 A

Patent Literature 2: JP 63-280408 A

Patent Literature 3: U.S. Pat. No. 3,981,650
Patent Literature 4: Japanese Patent No. 3753522
Patent Literature 5: Japanese Patent No. 3703986

SUMMARY OF THE INVENTION

The present invention aims to provide a nonwoven fabric
exhibiting a low pressure drop and an excellent collection
efficiency. Specifically, the present invention aims to provide
a mixed-fiber nonwoven fabric suitable for air filters, and a
filter medium using the mixed-fiber nonwoven fabric.

The present invention was made in order to solve the above
problems. The present invention includes a nonwoven fabric
comprising mixed fibers having different fiber diameters, the
mixed-fiber nonwoven fabric comprising fiber group A,
which is a group of fibers having a fiber diameter of 5.0 um or
less; fiber group B, which is a group of fibers having a fiber
diameter of 50.0 um or more; and fiber group C, which is an
optional group of fibers having a fiber diameter of more than
5.0 um and less than 50.0 um; fiber group A being present at
a volume fraction of 20 to 80 vol %, fiber group B being
present at a volume fraction of 1 to 40 vol %, and fiber group
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C being present at a volume fraction of 0 to 79 vol %, relative
to the total volume of the fibers; and fiber group A having a
median fiber diameter (A'), fiber group B having a median
fiber diameter (B'), and the ratio of (BYA") being 35 or more.

In a preferred embodiment of the mixed-fiber nonwoven
fabric of the present invention, fiber group A is present at a
volume fraction of 30 to 70 vol %, fiber group B is present at
avolume fraction of 5 to 30 vol %, and fiber group C is present
at a volume fraction of 0 to 65 vol %.

The term “fiber diameter” herein refers to the diameter of a
fiber when the cross section of the fiber is perfect circle. When
the cross section of a fiber is not perfect circle, the term “fiber
diameter” refers to the maximum diameter of the cross sec-
tion that is perpendicular to the axial direction of the fiber.

The term “median” as used in the term “median fiber diam-
eter” herein refers to a median generally used in statistics. In
other words, the median fiber diameter is determined as fol-
lows. The fiber diameters of n pieces of fibers are determined
for each fiber group and are arranged in ascending order, i.e.,
Xy, Xp, X3, - « -, X,,. When n is odd, the median fiber diameter
of each fiber group is X, 1,,,- Whenn is even, the median fiber
diameter s (X,,5+X,/2,1))/2.

In a preferred embodiment of the mixed-fiber nonwoven
fabric of the present invention, the nonwoven fabric is a
meltblown nonwoven fabric.

In a preferred embodiment of the mixed-fiber nonwoven
fabric of the present invention, fiber group A or fiber groups A
and B comprise a polyolefin fiber.

In a preferred embodiment of the mixed-fiber nonwoven
fabric of the present invention, the mixed-fiber nonwoven
fabric has a mass per unit area of 10 to 80 g/m>.

In a preferred embodiment of the mixed-fiber nonwoven
fabric of the present invention, the nonwoven fabric is an
electret-treated nonwoven fabric.

In a preferred embodiment of the mixed-fiber nonwoven
fabric of the present invention, the nonwoven fabric has a
collection efficiency of 99.9% or more for polystyrene par-
ticles having a particle diameter 0f'0.3 to 0.5 um at a filtration
velocity of 4.5 m/min and has a QF of 0.20 or more.

In the present invention, a filter medium suitable for air
filters can be produced by using the mixed-fiber nonwoven
fabric.

The present invention provides a mixed-fiber nonwoven
fabric exhibiting a low pressure drop and an excellent collec-
tion efficiency and a filter medium comprising the mixed-
fiber nonwoven fabric and being especially suitable for air
filters.

BRIEF DESCRIPTION OF THE DRAWING

FIG. 1 is a schematic view showing a device for measuring
collection efficiency and pressure drop.

DETAILED DESCRIPTION OF EMBODIMENTS
OF THE INVENTION

The mixed-fiber nonwoven fabric of embodiments of the
present invention is a nonwoven fabric comprising mixed
fibers having different fiber diameters.

The mixed-fiber nonwoven fabric of the present invention
preferably comprises fibers made of a non-conductive mate-
rial as a main component. The non-conductive material herein
preferably has a volume resistivity of 10*>-Q-cm or more,
more preferably 10'*-Q-cm or more.

Examples of the non-conductive material include polyole-
fins such as polyethylene and polypropylene; polyesters such
as polyethylene terephthalate, polytrimethylene terephtha-

10

15

20

25

30

35

40

45

50

55

60

65

4

late, polybutylene terephthalate, and polylactic acid; polycar-
bonate; polystyrene; polyphenylene sulfide; fluorine resins;
elastomers such as polystyrene elastomers, polyolefin elas-
tomers, polyester elastomers, polyamide elastomers, and
polyurethane elastomers; and copolymers and mixtures
thereof. Among them, a material containing a polyolefin as a
main component is preferred because such a material notably
exhibits electret properties. More preferred is polypropylene.

Fiber group A and fiber group B having different fiber
diameters may comprise different fibers made of different
types of polymers. However, fine fibers greatly affect the
electret properties of the fabric and thus fiber group A pret-
erably comprises fibers made of polypropylene. Fiber group
A and fiber group B will be described in more detail later.

The mixed-fiber nonwoven fabric of the present invention
may be produced by, for example, melt-blowing process,
spun-bonding process, electrospinning process, etc. Melt-
blowing process is preferably employed because it requires
no complicated operations and can produce both fine fibers
and coarse fibers. The spinning conditions in melt-blowing
process include the extrusion rate of a polymer, a polymer
viscosity, a nozzle temperature, an air pressure, etc. Optimi-
zation of these spinning conditions allows the production of a
mixed-fiber nonwoven fabric having a desired fiber diameter.
Specifically, fibers having a desired fiber diameter can be
obtained as follows. Finer fibers can be obtained through
techniques such as reducing the extrusion rate of a polymer,
using a polymer having a low viscosity, increasing the nozzle
temperature, and increasing the air pressure. More coarse
fibers can be obtained through techniques such as increasing
the extrusion rate of a polymer, using a polymer having a high
viscosity, reducing the nozzle temperature, and reducing the
air pressure.

In another example, the mixed-fiber nonwoven fabric of
the present invention can be produced by the method
described in, for example, U.S. Pat. No. 3,981,650. This
method uses a spinneret in which the same or different poly-
mers can flow down through individual flow passages and can
be extruded from individual holes that are alternately
arranged in a row. In order to produce fine fibers and coarse
fibers in this method, in addition to the same type of polymer,
another polymer of a different type or a different viscosity
may be spun into fibers and the fibers may be mixed. Also, the
number of the holes through which polymers are extruded,
the diameter of the holes, and the extrusion rates may be
changed.

In another example, the mixed-fiber nonwoven fabric of
the present invention may be produced by the method
described in, for example, Japanese Patent No. 3753522. In
this method, a polymer flowing down through a single flow
passage is spun through a spinneret which can extrude the
polymer from holes of different diameters arranged alter-
nately in a row. In this production method, however, since the
polymer flowing down through a single flow passage is dis-
tributed to each hole, there are limitation to achieving stable
spinnability in terms of the hole diameter and the extrusion
rate. Another method is described in Japanese Patent No.
3703986 in which staples are blown into meltblown fibers.
This method requires a complicated apparatus and there may
be cases where it is difficult to homogeneously mix fine fibers
and coarse fibers.

From the above, in a preferred embodiment, the mixed-
fiber nonwoven fabric of the present invention is produced by
spinning process using the spinneret described in U.S. Pat.
No. 3,981,650.

When fibers of the nonwoven fabric of the present inven-
tion are spun by melt-blowing process, the distance between
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a extrusion hole of the spinneret and a collector (die-collector
distance) is preferably more than 10 cm and less than 30 cm,
and is more preferably more than 15 cm and less than 25 cm
to achieve good balance between pressure drop and collection
efficiency. If the die-collector distance is 10 cm or less, fibers
more than 50 pm in diameter contained in the nonwoven
fabric of the present invention may be insufficiently cooled
before being formed into a sheet. The thus-obtained non-
woven fabric may have small pore size and consequently may
fail to exhibit the effect of suppressing an increase in pressure
drop. Ifthe die-collector distance is 30 cm or more, the degree
of entanglement of fibers may increase. This may deteriorate
the uniformity of the sheet especially when a nonwoven fab-
ric having a low mass per unit area is intended to be produced.
Such a nonwoven fabric having poor uniformity may have a
reduced collection efficiency when used as a filter medium for
filters.

The mixed-fiber nonwoven fabric of embodiments of the
present invention comprises fiber groups A and B into which
fibers are categorized based on their fiber diameters. Fiber
group A has a fiber diameter of 5.0 um or less, preferably 2.0
um or less. If fiber group A has a fiber diameter of more than
5.0 um, the fiber surface area of the nonwoven fabric
decreases, which results in an insufficient collection effi-
ciency. The fiber diameter of fiber group A may be very small
in order to achieve a high collection efficiency as long as the
diameter is 2.0 um or less, but the lower limit of the diameter
is about 0.10 um in practice.

The fibers in fiber group B are coarse fibers having a fiber
diameter of 50.0 um or more. If fiber group B has a fiber
diameter of less than 50.0 pm, the nonwoven fabric has small
pore size, which results in an insufficient effect of reducing
pressure drop. Fiber group B may have a very large fiber
diameter, but the upper limit of the diameter is about 200 um
in practice. If fibers having a fiber diameter of more than 200
um are present in fiber group B, it becomes difficult to homo-
geneously mix fiber group B with fiber group A especially
when a nonwoven fabric having a low mass per unit area is
intended to be produced, and consequently the nonwoven
fabric may have insufficient collection performance. The
fiber diameter of the fibers contained in fiber group B is more
preferably 100.0 um or less, even more preferably less than
70.0 pm.

The mixed-fiber nonwoven fabric of the present invention
may further comprise, in addition to fiber group A and fiber
group B, fibers having a fiber diameter of more than 5.0 um
and less than 50.0 um (fiber group C).

In order to achieve a low pressure drop and a high collec-
tion efficiency, the mixed-fiber nonwoven fabric of the
present invention preferably comprises fiber group A at a
volume fraction of 20 to 80 vol %, fiber group B at a volume
fraction of 1 to 40 vol %, and fiber group C at a volume
fraction of 0to 79 vol %, and preferably comprises fiber group
A at a volume fraction of 30 to 70 vol %, fiber group B at a
volume fraction of 5 to 30 vol %, and fiber group C at a
volume fraction of 0 to 65 vol %.

If'the volume fraction of fiber group A is less than 20 vol %,
the nonwoven fabric has a smaller fiber surface area. This may
result in an insufficient collection efficiency especially when
the nonwoven fabric has a low mass per unit area. This also
may result in an increase in the production cost of the non-
woven fabric when the nonwoven fabric having a higher mass
per unit area is intended to be produced to achieve a sufficient
collection efficiency. If the volume fraction of fiber group A is
more than 80 vol %, the pores in the nonwoven fabric
decreases, which increases pressure drop.
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If the volume fraction of fiber group B is less than 1 vol %,
the pores in the nonwoven fabric do not increase, which
results in an increased pressure drop. If the volume fraction of
fiber group B is more than 40 vol %, the nonwoven fabric has
a relatively small fiber surface area, which results in an insuf-
ficient collection efficiency.

The ratio of the median fiber diameter (B") of fiber group B
to the median fiber diameter (A') of fiber group A (B'/A") is 35
ormore, preferably 40 or more. Ifthe ratio of (BYA") (the ratio
of the two median fiber diameters (B' to A")) is less than 35,
too coarse fibers in fiber group A will reduce the fiber surface
area of the nonwoven fabric and consequently will reduce
collection efficiency, or too fine fibers in fiber group B will
prevent an increase in the pores in the nonwoven fabric and
consequently the nonwoven fabric cannot exhibit sufficient
collection performance such as a low pressure drop and a high
collection efficiency. The ratio of (B'/A') may be very large as
long as the ratio is 35 or more, but the upper limit of the ratio
is about 150 in practice. If the ratio of (B'/A") is more than 150,
fiber group A may not be homogeneously mixed with fiber
group B in a sheet.

The mixed-fiber nonwoven fabric of the present invention
is suitably used for an air filter with high collection perfor-
mance and therefore the mixed-fiber nonwoven fabric pref-
erably exhibits a collection efficiency of 99.90% or more for
polystyrene particles having a particle diameter 0f 0.3 to 0.5
um at a filtration velocity of 4.5 m/min and exhibits a QF of
0.20 or more, and more preferably exhibits a collection effi-
ciency of 99.92% or more and a QF of 0.22 or more.

The mixed-fiber nonwoven fabric of the present invention
preferably has a mass per unit area of 10 to 80 g/m®, more
preferably 15 to 70 g/m?, even more preferably 20 to 60 g/m?.

If the mass per unit area is less than 10 g/m?, the nonwoven
fabric has a small number of fibers in the thickness direction
and can thus exhibit a low pressure drop. However, the num-
ber of fibers capable of collecting dust is also small, which
may result in an insufficient collection efficiency. If the mass
per unit area is more than 80 g/m?, the number of fibers
capable of collecting dust is large and thus the nonwoven
fabric can exhibit a high collection efficiency. However, the
increased number of the fibers is likely to result in a high
pressure drop. The mass per unit area of more than 80 g/m? is
also not preferable in view of the production cost of the
nonwoven fabric.

The mixed-fiber nonwoven fabric of the present invention
preferably satisfies the following inequality, in terms of the
relation between the collection efficiency (%) for polystyrene
particles having a particle diameter of 0.3 to 0.5 ym at a
filtration velocity of 4.5 m/min and the mass per unit area
(g/m?).

-Log(1-[collection
area]=0.1

The value expressed by the left side of the inequality cor-
responds to a collection efficiency for a mass per unit area of
10 g/m®. Generally when a filter medium has a larger mass per
unit area, the filter medium exhibits a higher collection effi-
ciency. However, a larger mass per unit area is disadvanta-
geous in terms of the cost. When the collection efficiency for
amass per unit area of 10 g/m* is more than 0.1, the mixed-
fiber nonwoven fabric having a small mass per unit area can
achieve the collection efficiency required for a filter medium
for air filters, and further this embodiment is economically
advantageous.

The mixed-fiber nonwoven fabric of the present invention
preferably has a thickness of 0.05 to 1.60 mm, more prefer-
ably 0.10 to 1.00 mm. If the thickness is less than 0.05 mm,
the nonwoven fabric with reduced bulkiness may exhibit a

efficiency]/100)/[mass per unit
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high pressure drop. If the nonwoven fabric having a thickness
of more than 1.60 mm is used as a pleated filter, it may be
impossible to reduce the width of pleats.

The mixed-fiber nonwoven fabric of the present invention
is preferably subjected to electret treatment to yield an elec-
tret nonwoven fabric. The electret nonwoven fabric can
exhibit electrostatic adsorption effect, thereby achieving a
much lower pressure drop and a much higher collection effi-
ciency.

The electret treatment is preferably performed by provid-
ing water to the nonwoven fabric of the present invention and
then drying the nonwoven fabric to give a high-performance
mixed-fiber nonwoven fabric. Water is provided to the non-
woven fabric by, for example, a method in which water jet
streams or water droplet streams are sprayed on the non-
woven fabric at a sufficient pressure to allow the water to
infiltrate into the nonwoven fabric; a method in which, after or
while water is provided to the nonwoven fabric, the water is
sucked from the one side of the nonwoven fabric so as to
infiltrate into the nonwoven fabric; a method in which the
nonwoven fabric is immersed in a mixed solution of water and
a water-soluble organic solvent such as isopropyl alcohol,
ethyl alcohol, and acetone to allow the water to infiltrate into
the nonwoven fabric; or the like.

The fibers constituting the mixed-fiber nonwoven fabric of
the present invention preferably comprise at least one com-
pound selected from the group consisting of a hindered amine
compound and a triazine compound in order to achieve
improved weatherability and improved electret properties.

The nonwoven fabric comprising such a compound can be
produced by, for example, a method in which the compound
and a non-conductive material are first kneaded with a knead-
ing extruder, a static mixer, or the like to prepare master chips
and then the master chips are melted in an extruder and fed to
a spinneret; a method in which a mixture of a non-conductive
material and the compound is fed to an extruder hopper of a
spinning machine, then kneaded in the extruder and directly
fed to a spinneret; a method in which a non-conductive mate-
rial and the compound are fed to separate extruder hoppers,
the flows of the compound and the material are merged into a
single flow so that they are blended, and then the blend is
melted and kneaded in an extruder and fed to a spinneret; or
the like.

Examples of the hindered amine compound include poly
[(6-(1,1,3,3-tetramethylbutyl)imino-1,3,5-triazine-2,4-diyl)
((2,2,6,6-tetramethyl-4-piperidyl)imino)hexamethylene ((2,
2,6,6-tetramethyl-4-piperidyl)imino)] (manufactured by
BASF Japan [td., “CHIMASSORB” (registered trademark)
944 1.D), a polycondensate of dimethyl succinate with 1-(2-
hydroxyethyl)-4-hydroxy-2,2,6,6-tetramethylpiperidine
(manufactured by BASF Japan Ltd., “TINUVIN” (registered
trademark) 622 LD), and bis(1,2,2,6,6-pentamethyl-4-pip-
eridyl)-2-(3,5-di-t-butyl-4-hydroxybenzyl)-2-n-butylma-
lonate (manufactured by BASF Japan Ltd., “TINUVIN” (reg-
istered trademark) 144).

Examples of the triazine additive include the above-de-
scribed poly[(6-(1,1,3,3-tetramethylbutyl)imino-1,3,5-triaz-
ine-2.,4-diyl)((2,2,6,6-tetramethyl-4-piperidyl)imino)hex-
amethylene((2,2,6,6-tetramethyl-4-piperidyl Jimino)]
(manufactured by BASF Japan Ltd., “CHIMASSORB” (reg-
istered trademark) 944 L.D) and 2-(4,6-diphenyl-1,3,5-tri-
azin-2-y1)-5-((hexyl)oxy)-phenol (manufactured by BASF
Japan Ltd., “TINUVIN” (registered trademark) 1577 FF).
Among them, the hindered amine compounds are particularly
preferred.

In cases where the hindered amine compound and/or the
triazine compound is contained in the polyolefin fibers in the
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mixed-fiber nonwoven fabric, the amount of the compound(s)
is preferably 0.5 to 5.0% by mass, more preferably 0.7 to 3%
by mass, relative to the total mass of the nonwoven fabric. In
cases where the hindered amine compound and/or the triazine
compound are attached to the surface of the nonwoven fabric
or the surface of the fibers, the amount of the compound(s) is
preferably 0.1 to 5.0% by mass relative to the total mass ofthe
nonwoven fabric.

The mixed-fiber nonwoven fabric may comprise, in addi-
tion to the above compounds, additives commonly used in
electret nonwoven fabrics, such as a heat stabilizer, a weath-
ering agent, and a polymerization inhibitor.

The mixed-fiber nonwoven fabric of the present invention
may be stacked on another sheet to yield a laminated non-
woven fabric. For example, the mixed-fiber nonwoven fabric
of the present invention can be stacked on another sheet
having higher rigidity than the mixed-fiber nonwoven fabric
to yield a product with improved strength. In another
example, the mixed-fiber nonwoven fabric of the present
invention can be combined with another sheet having a
deodorizing function, an antibacterial function, or the like.
The lamination can be performed by, for example, a method
in which two types of nonwoven fabrics are bonded with an
adhesive; a method in which a nonwoven fabric is formed by
melt-blowing process on another nonwoven fabric produced
by a process other than melt-blowing process so as to be
stacked; or the like. The bonding of two types of nonwoven
fabrics may be performed by other methods, for example, a
method in which a moisture curable urethane resin is sprayed
on a nonwoven fabric; a method in which a thermoplastic
resin or a thermally fusible fiber is dispersed on a nonwoven
fabric, another nonwoven fabric is stacked thereon, and the
nonwoven fabrics are passed through a heater so as to bond
together; or the like. The bonding of two types of nonwoven
fabrics may be performed by any method as long as the two
types of nonwoven fabrics are bonded together. However,
since the nonwoven fabric of the present invention is intended
to be used as a filter, such a bonding method that could
increase pressure drop is not preferred. On this account, a
spraying method using a moisture curable urethane resin is
preferred because the method can bond two nonwoven fabrics
without pressing the fabrics and thus may not cause an
increase in the pressure drop due to bonding.

The mixed-fiber nonwoven fabric of the present invention
can be used as a filter medium for filters. The filter medium is
suitable for air filters in general and is especially suitable for
high-performance applications such as filters for air condi-
tioners, filters for air cleaners, and automotive cabin filters,
but the application of the filter medium is not limited thereto.

EXAMPLES

The mixed-fiber nonwoven fabric of embodiments of the
present invention will be more specifically described with
reference to Examples. The characteristic values in Examples
were determined by the following measurement methods.
(1) Mass Per Unit Area

From a nonwoven fabric, three pieces each 15 cm in length
and 15 cm in width were cut out and the masses of the pieces
were measured. The obtained values were converted into the
values per square meter and the mean value was calculated to
yield a mass per unit area (g/m?).

(2) Fiber Diameter, Median Fiber Diameter, and Volume
Fraction

From an arbitrary area of a nonwoven fabric, 30 samples
each 1 cm in length and 1 cm in width were cut out. The fiber
surfaces of the samples were observed with a scanning elec-



US 9,180,392 B2

9

tron microscope at an appropriate magnification and one pho-
tograph was taken for each sample (30 photographs in total).
The magnification was 200 to 3,000 times. In the photograph,
all the fibers whose diameters were clearly observed were
selected, the diameters of the fibers were measured, and the
values were rounded to the nearest 0.1 um.

Of the measured fibers, the fibers having a diameter that is
classified into fiber group A (having a fiber diameter of 5.0 um
orless) or fiber group B (having a fiber diameter of 50.0 um or
more) were subjected to the calculation of the median fiber
diameters. The volume fractions of fiber group A, fiber group
B, and fiber group C (having a fiber diameter of more than 5.0
um and less than 50.0 pm) were calculated from the obtained
fiber diameters in accordance with the following formulae.
The volumes herein were calculated on the assumption that
the fibers contained in each fiber group have a constant length

X).

Volume of each fiber: Y=m(fiber diameter/2)?xX

Volume of fiber group 4: Z(4)=sum of all ¥ in fiber
group 4

Volume of fiber group B: Z(B)=sum of all ¥ in fiber
group B

Volume of fiber group C: Z(C)=sum of all Yin fiber
group C

Volume fraction (vol %) of fiber group 4=Z(4)/[Z(4)+
Z(B)+Z(C)]

Volume fraction (vol %) of fiber group B=Z(B)/[Z(4)+
Z(B)+Z(C)]

Volume fraction (vol %) of fiber group C=Z(C)/[Z
D+ZB)+Z(C)]

(3) Collection Efficiency and Pressure Drop

From five places in the longitudinal direction of a non-
woven fabric, samples each 15 cm in length and 15 cm in
width were cut out. The collection efficiency and the pressure
drop of each sample were determined with the collection
efficiency measurement device shown in FIG. 1. The collec-
tion efficiency measurement device includes a sample holder
1 to hold a measurement sample M. The upstream of the
sample holder 1 is connected to a dust storing box 2, and the
downstream of the sample holder 1 is connected to a flow
meter 3, a flow control valve 4, and a blower 5. The sample
holder 1 is equipped with a particle counter 6 and the number
of dust particles can be counted at each of the upstream and
downstream sides of the measurement sample M by operating
a switch cock 7. The sample holder 1 also equipped with a
pressure gauge 8, which can indicate the static pressure dif-
ference between the upstream side and the downstream side
of'the measurement sample M. The collection efficiency was
determined as follows. A 10% polystyrene 0.309U solution
(available from Nacalai Tesque, Inc.) was diluted 200-fold
with distilled water and placed in the dust storing box 2. Next,
the measurement sample M was placed in the sample holder
1. Airflow was adjusted with the flow control valve 4 so that
the air passed through the filter (sample) at a velocity of 4.5
m/min. The dust concentration was maintained at a range of
10,000 to 40,000 particles/2.83x10~* m> (0.01 {t*). The num-
ber of dust particles at the upstream side (D) and the number
of'dust particles at the downstream side (d) were measured for
the sample M using the particle counter 6 (KC-01B manufac-
tured by RION Co., Ltd.). The measurement was repeated
three times for each sample. The collection efficiency (%) for
particles having a diameter of 0.3 to 0.5 um was calculated
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10
using the following formula based on JIS K 0901:1991
“Form, size and performance testing methods of filtration
media for collecting airborne particulate matters”. The mean
value from the five samples was taken as a final collection
efficiency result.

Collection efficiency (%)=[1-(d/D)]x100

(In the formula,

d is the sum of the number of dust particles at the downstream
side in three measurements, and

D is the sum of the number of dust particles at the upstream
side in three measurements.)

A nonwoven fabric capable of collecting more dust gives a
smaller number of dust particles at the downstream side and
therefore gives a higher collection efficiency.

The pressure drop was determined by reading the static
pressure difference between the upstream side and the down-
stream side of the measurement sample M with the pressure
gauge 8 during the measurement of the collection efficiency.
The mean value from the five samples was taken as a final
pressure drop result.

) QF

The value of QF (Pa™) as an index of the filtration perfor-
mance is calculated from the collection efficiency (%) and the
pressure drop (Pa) in accordance with the following formula.
A higher value of QF indicates a lower pressure drop and a
higher collection efficiency, i.e., better filtration performance.

QF=—[In(1-collection efficiency/100)]/pressure drop

Example 1

A polypropylene containing 1% by mass of “CHIMAS-
SORB?” (registered trademark) 944 (manufactured by BASF
Japan [td.) (MFR=860) (o) and a polypropylene containing
1% by mass of “CHIMASSORB?” (registered trademark) 944
(manufactured by BASF Japan Ltd.) (MFR=60) () were fed
to separate extruders. The polymers were extruded, by melt-
blowing process, from a spinneret having five extrusion holes
0.25 mm in diameter (a) and one extrusion hole 0.60 mm in
diameter (b) alternately arranged in a row (hole pitch: (a)-(b)
was 2 mm, (a)-(a) was 1 mm; number of holes: (a) was 90, (b)
was 20; width: 150 mm) under the conditions as follows: the
rate of extrusion of the polymer (o) per spinneret hole (a) was
0.15 g/min-hole, the rate of extrusion of the polymer () per
spinneret hole (b) was 0.90 g/min-hole, the nozzle tempera-
ture was 265° C., the air temperature was 285° C., and the air
pressure was 0.10 MPa. The extruded polymers were col-
lected on a collecting conveyor. The distance between the
extrusion holes of the spinneret and the collecting conveyor
was 20 cm. By controlling the speed of the collecting con-
veyor, a nonwoven fabric having a mass per unit area of 30
g/m? was obtained.

The obtained mixed-fiber nonwoven fabric was immersed
in a mixed aqueous solution of pure water/isopropanol at a
mass ratio of 70/30 and was allowed to naturally dry to yield
an electret meltblown mixed-fiber nonwoven fabric. The
characteristics of the electret meltblown nonwoven fabric
were determined and the resulting values are shown in Table
1.

Example 2

A mixed-fiber nonwoven fabric having a mass per unit area
of 30 g/m* was obtained in the same manner as in Example 1
except that the MFRs of the polypropylenes used in Example
1 were 1,550 () and 60 (p), that the rates of extrusion of the
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polymers (c, ) per hole (a, b) were 0.15 g/min  hole and
1.53 g/min-hole, respectively, that the air pressure was 0.13
MPa, and that the speed of the collecting conveyor was
adjusted so as to give the same mass per unit area as in
Example 1.

The obtained mixed-fiber nonwoven fabric was subjected
to electret treatment in the same manner as in Example 1. The
characteristics of the electret mixed-fiber nonwoven fabric
were determined and the resulting values are shown in Table
1.

Example 3

A mixed-fiber nonwoven fabric having a mass per unit area
of 30 g/m> was obtained in the same manner as in Example 1
except that the MFRs of the polypropylenes used in Example
1 were 860 () and 20 (B), that the rates of extrusion of the
polymers (ct, ) per hole (a, b) were 0.15 g/min-hole and 0.68
g/min-hole, respectively, that the air pressure was 0.10 MPa,
and that the speed of the collecting conveyor was adjusted so
as to give the same mass per unit area as in Example 1.

The obtained mixed-fiber nonwoven fabric was subjected
to electret treatment in the same manner as in Example 1. The
characteristics of the electret mixed-fiber nonwoven fabric
were determined and the resulting values are shown in Table
1.

Comparative Example 1

A mixed-fiber nonwoven fabric having a mass per unit area
of 30 g/m> was obtained in the same manner as in Example 1
except that the MFRs of the polypropylenes used in Example
1 were 1,550 () and 60 (), that the rates of extrusion of the
polymers (ct, ) per hole (a, b) were 0.15 g/min-hole and 1.53
g/min-hole, respectively, that the air pressure was 0.05 MPa,
that the distance between the extrusion holes of the spinneret
and the collecting conveyor was 30 cm, and that the speed of
the collecting conveyor was adjusted so as to give the same
mass per unit area as in Example 1.

The obtained mixed-fiber nonwoven fabric was subjected
to electret treatment in the same manner as in Example 1. The
characteristics of the electret mixed-fiber nonwoven fabric
were determined and the resulting values are shown in Table
1.

Comparative Example 2

A mixed-fiber nonwoven fabric having a mass per unit area
of 30 g/m> was obtained in the same manner as in Example 1
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using the same polypropylenes (a, [) as used in Example 1
except that the rates of extrusion of the polymers (c., §) per
hole (a, b) were 0.19 g/min-hole and 0.83 g/min-hole, respec-
tively, that the nozzle temperature was 255° C., that the air
temperature was 265° C., that the air pressure was 0.13 MPa,
and that the speed of the collecting conveyor was adjusted so
as to give the same mass per unit area as in Example 1.

The obtained mixed-fiber nonwoven fabric was subjected
to electret treatment in the same manner as in Example 1. The
characteristics of the electret mixed-fiber nonwoven fabric
were determined and the resulting values are shown in Table
1.

Comparative Example 3

A mixed-fiber nonwoven fabric having a mass per unit area
of 30 g/m* was obtained in the same manner as in Example 1
using the same polypropylenes (a, [) as used in Example 1
except that the rate of extrusion of the polymer () per hole (b)
was 0.70 g/min-hole, that the nozzle temperature was 255° C.,
that the air temperature was 265° C., that the air pressure was
0.13 MPa, and that the speed of the collecting conveyor was
adjusted so as to give the same mass per unit area as in
Example 1.

The obtained mixed-fiber nonwoven fabric was subjected
to electret treatment in the same manner as in Example 1. The
characteristics of the electret mixed-fiber nonwoven fabric
were determined and the resulting values are shown in Table
1.

Comparative Example 4

A mixed-fiber nonwoven fabric having a mass per unit area
of 30 g/m* was obtained in the same manner as in Example 1
using only the polypropylene (a) used in Example 1 except
that the rates of extrusion of the polymer (ct) per hole (a, b)
were 0.19 g/min-hole and 1.38 g/min-hole, respectively, that
the nozzle temperature was 255° C., that the air temperature
was 265° C., that the air pressure was 0.15 MPa, and that the
speed of the collecting conveyor was adjusted so as to give the
same mass per unit area as in Example 1.

The obtained mixed-fiber nonwoven fabric was subjected
to electret treatment in the same manner as in Example 1. The
characteristics of the electret mixed-fiber nonwoven fabric
were determined and the resulting values are shown in Table
1.

TABLE 1
Comparative Comparative Comparative Comparative
Example 1 Example 2 Example 3 Example 1 Example 2 Example 3 Example 4
Composition [¢3 PP PP PP PP PP PP PP
of material B PP PP PP PP PP PP —
MFR* of material a 860 1550 860 1550 860 860 860
60 60 20 60 60 60 —
Mass per unit area (g/m?) 30 30 30 30 30 30 30
Median fiber A’ 1.3 1.0 1.5 2.0 2.0 1.3 14
diameter (um) B’ 52.6 51.2 55.7 67.3 53.9 Not contained  Not contained
Maximum fiber diameter (um) 65.4 60.8 60.9 83.8 66.1 47.3 18.5
BY/A' 41.7 50.2 37.6 33.8 27.6 — —
Volume fraction Fiber 53 32 27 17 16 56 40
(%) group A
Fiber 9 15 10 68 11 — —
group B
Fiber 38 53 63 15 73 44 60

group C
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TABLE 1-continue

d

14

Comparative Comparative

Comparative Comparative

Example 1 Example2 Example3 Example 1 Example 2 Example 3 Example 4
Pressure drop (Pa) 36.3 39.1 34.1 11.2 355 45.0 585
Collection efficiency (%) 99.98 99.98 99.86 94.30 99.19 99.90 99.62
QF (Pa™!) 0.23 0.22 0.19 0.26 0.14 0.15 0.10
*MFR of material (melt flow rate): g/10 min (230° C., 21.2N)
10

As apparent from Table 1, in each of Examples 1 to 3 of the
present invention, the adjustment of the MFRs of the materi-
als, the spinning temperature, the air pressure, and the extru-
sion rates per hole allows fiber group A (having a fiber diam-
eter of 5 um or less) and fiber group B (having a fiber diameter
of 50.0 um or more) to be mixed together, thereby yielding
mixed-fiber nonwoven fabrics having a ratio of (B'/A") (the
ratio of the median fiber diameter (B') of fiber group B to the
median fiber diameter (A') of fiber group A) of 35 or more.
The mixed-fiber nonwoven fabrics showed a low pressure
drop and a high collection efficiency.

In contrast, in Comparative Examples 1 and 2, even though
fiber group A and fiber group B were mixed together, fiber
group A was present at a volume fraction of 20% or less and
the ratio of (B'/A') was less than 35. Thus, Comparative
Example 1 showed an insufficient collection efficiency and
Comparative Example 2 showed a low value of QF.

Comparative Examples 3 and 4, which contained no fiber
group B, showed a higher pressure drop and a lower value of
QF.

As described above, in embodiments of the present inven-
tion, the fiber diameters of the fine fibers and the coarse fibers
contained in a mixed-fiber nonwoven fabric and the ratio of
the median diameters of these fibers were adjusted to the
specified ranges, thereby yielding a nonwoven fabric exhib-
iting a low pressure drop and an excellent collection effi-
ciency.

REFERENCE SIGNS LIST

: Sample holder

: Dust storing box

: Flow meter

: Flow control valve

: Blower

: Particle counter

: Switch cock

: Pressure gauge

M: Sample for measurement

LU R W

The invention claimed is:

1. A nonwoven fabric comprising mixed fibers having dif-
ferent fiber diameters, the mixed-fiber nonwoven fabric com-
prising

fiber group A, which is a group of self-bonding fibers

having a fiber diameter of 5.0 um or less;

fiber group B, which is a group of self-bonding fibers

having a fiber diameter of 50.0 um or more; and

fiber group C, which is an optional group of self-bonding

fibers having a fiber diameter of more than 5.0 um and
less than 50.0 pm,

fiber group A being present at a volume fraction of 20 to 80

vol %, fiber group B being present at a volume fraction
of 1 to 40 vol %, and fiber group C being present at a
volume fraction of 0 to 79 vol %, relative to the total
volume of the fibers, and
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fiber group A having a median fiber diameter (A'"), fiber
group B having a median fiber diameter (B'), and the
ratio of (BYA") being 35 or more.

2. The mixed-fiber nonwoven fabric according to claim 1,
wherein fiber group A is present at a volume fraction of 30 to
70vol %, fiber group B is present at a volume fraction of 5 to
30vol %, and fiber group C is present at a volume fraction of
0 to 65 vol %.

3. The mixed-fiber nonwoven fabric according to claim 1
or 2, which is made according to a melt-blowing process
comprising the steps of:

extruding one or more polymers through a spinneret having

a plurality of flow passages, wherein the same or differ-
ent polymer flows through each flow passage to form the
self-bonding fibers,

mixing the self-bonding fibers to provide mixed fibers, and

bonding the mixed fibers together into the nonwoven fab-

ric.

4. The mixed-fiber nonwoven fabric according to claim 1
or 2, wherein fiber group A or fiber groups A and B comprise
a polyolefin fiber.

5. The mixed-fiber nonwoven fabric according to claim 1
or 2, which has a mass per unit area of 10 to 80 g/m2.

6. The mixed-fiber nonwoven fabric according to claim 1
or 2, which is an electret-treated nonwoven fabric.

7. The mixed-fiber nonwoven fabric according to claim 1
or 2, which has a collection efficiency of 99.9% or more for
polystyrene particles having a particle diameter 0f 0.3 to 0.5
um at a filtration velocity of 4.5 m/min and has a QF of 0.20
or more.

8. A filter medium comprising the mixed-fiber nonwoven
fabric according to claim 1 or 2.

9. A production method for a nonwoven fabric comprising
mixed fibers having different fiber diameters by a melt-blow-
ing process comprising the steps of:

extruding one or more polymers through a spinneret having

a plurality of flow passages to provide the mixed fibers,
wherein the same or different polymer flows through
each flow passage such that the mixed fibers comprise a
fiber group A of self-bonding fibers, a fiber group B of
self-bonding fibers, and an optional fiber group C of
self-bonding fibers, and

bonding together the mixed fibers into the nonwoven fab-

ric,

wherein in the non-woven fabric:

the fiber group A comprises fibers having a fiber diameter

of 5.0 um or less;

the fiber group B comprises fibers having a fiber diameter

of 50.0 um or more; and

the fiber group C comprises fibers having a fiber diameter

of more than 5.0 pm and less than 50.0 um,

fiber group A being present at a volume fraction of 20 to 80

vol %, fiber group B being present at a volume fraction
of 1 to 40 vol %, and fiber group C being present at a
volume fraction of 0 to 79 vol %, relative to the total
volume of the fibers, and
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fiber group A having a median fiber diameter (A'), fiber
group B having a median fiber diameter (B'), and the
ratio of (B'/A") being 35 or more.

10. The production method for the mixed-fiber nonwoven
fabric according to claim 9, wherein fiber group A is present
ata volume fraction of 30 to 70 vol %, fiber group B is present
at a volume fraction of 5 to 30 vol %, and fiber group C is
present at a volume fraction of 0 to 65 vol %.

11. The production method for the mixed-fiber nonwoven
fabric according to claim 9 or 10, wherein fiber group A or
fiber groups A and B comprise a polyolefin fiber.

12. The production method for the mixed-fiber nonwoven
fabric according to claim 9 or 10, which has a mass per unit
area of 10 to 80 g/m2.

13. The production method for the mixed-fiber nonwoven
fabric according to claim 9 or 10, which is an electret-treated
nonwoven fabric.

14. The production method for the mixed-fiber nonwoven
fabric according to claim 9 or 10, which has a collection
efficiency of 99.9% or more for polystyrene particles having
a particle diameter of 0.3 to 0.5 um at a filtration velocity of
4.5 m/min and has a QF of 0.20 or more.
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